AMCEN LAB SDN BHD co70971.w)

No.18, Lorong Talang 9, 13600, Perai, Penang
Tel: 04-390 3862

Fax: 04-390 3062

Email: enquiry@amcen.com.my

BEYOND TESTING

CERTIFICATE OF ANALYSIS

MAIDAMAX (M) SDN BHD Certificate No ;] AMC/nC2106/015
Lot 10-13, Jalan PKNK 1/2, Sample Log Code :|nC2106/003
Kawasan Perusahaan Sg. Petani, Sample Received Date  :| 01-Jun-2021
08000 Sungai Petani, Issuance Date :| 11-Jun-2021
Kedah.

Tel: 04-441 4644
Fax: 04-441 4649

Attention: Mr. Samuel
Sample Description : Natural Rubber Color Teether
Sample Information : Trace No: 2021/05/895

Analysis Results

Parameter Standard Method |# Spec| Unit |Analysis Result
Consumption of Potassium Permanganate Solution (40 deg.C for 24 hrs) GB 31604.2 10 |mg/kg ND(<0.1)
Evaporation residue in 4% acetic acid (40 deg.C for 24 hrs) GB 31604.8 60 |mg/kg 1.0
Evaporation residue in water (40 deg.C for 24 hrs) GB 31604.8 30 [mg/kg 1.0
Lead (Extraction with acetic acid 4%, 40 deg.C for 24hrs) GB 31604.9 1 mg/kg ND(<1.0)
Zinc (Extraction with acetic acid 4%, 40 deg.C for 24hrs) GB 31604.42 5 mg/kg 2.0

ND denotes not detected
Remark : The above tested result obtained is compliant to GB 4806.2-2015 standard.
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This report is provided solely for informational purposes and is not to be construed as providing legal advice, recommendations or warranties of any kind whatsoever. This report shall not be
reproduced except in full, without written approval of the laboratory. The results shown in this certificate of analysis refer only to the sample(s) submitted for test. The validity or application of
the result(s) are subjective to the sampling plan and sampling method used by customer.



